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SAINT-GOBAIN VIETNAM LTD
CONG TY TNHH SAINT-GOBAIN VIET NAM

LOT C20B, STREET 11, HIEP PHUOC INDUSTRIAL PARK,
HIEP PHUOC VILLAGE, NHA BE DISTRICT, HCM CITY

LO C20B, BPUONG 11, KHU CONG NGHIEP HIEP PHUOC,
XA HIEP PHUG'C, HUYEN NHA BE, TP.HCM

The following sample(s) was/were submitted and identified by the client as:

Céc théng tin nhan dang méu do khach hang cung cép:

Name of sample / Tén méu

Quantity / S6 lwvong méu

Date of receiving / Ngay nhan mau

Time of testing / Thoi gian thix nghiém

Test result / Két qua thir nghiém

Signed for and on behalf of
SGS Vietnam LTD

ay matetng ty
s” $GS Vietnam Ltd

LeTiep Du

Lab Assistant Manager
Industrial Services

Weberdry Seal Pro

01 sample / mau

13-Dec-2022

From / ttr 13-Dec-2022 to / dén 13-Jan-2023

See the next page(s) / Xem trang sau
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Characteristic Unit Test methods Test result
Tén chi tiéu Don vj Phuong phép thir nghiém | Két qua the nghiém
1 gg%’;n‘; ighas . ASTM D2240 - 15 515
2 e o o v Jays MPa | ASTM D412- 16 (2021) 261
% Do ioton skbeaslc at 11::;5};5 Ty ASTM D412 - 16 (2021) 315

4. Water impermeability under water
pressure of 150 kPa for 7 days /
Kha néng khong thdm nuéc dudi ap
lic nwse 150 kPa trong 7 ngay
* Depth of penetration mm BS EN 14891 : 2012 0.0

D0 sau tham

e Mass of water infiltrated into‘ g ] 0.0
the specimen / Khéi lrong nuwoe ‘
thdm vao mau ‘ ﬂ

5. Crack bridging ability
Kha nadng tao cau vét nit

mm BS EN 14891 : 2012 2.48

Initial tensile adhesion strength | !
Cuong dé bam dinh khi kéo & didu \ N/mm? BS EN 14891:2012 | 0.61
‘ kién chuén ‘
b | + — —
7. Tensile adhesion strength after
water contact/ Cuong d6 bam dinh | N/mm? BS EN 14881 : 2012 0.56
khi kéo sau khi tiép xuc voi nude | 1

= 1 ! |
8. Tensile adhesion strength after
heat ageing / Cuong do bém dinh ‘ N/mm? BS EN 14891 : 2012

1.33 1
khi kéo sau ldo hda nhiét

Note / Ghichu :
1. Testing at rate of use specified by client: 2.58 kg/ m2/ 2 layers / Thir nghiém & dinh mie sir dung do khéch
hang chi dinh: 2.58 kg/ m’/ 2 I6p.
Lab environmental conditions / Bidu kién méi trwong phong thir nghiém: (23 £ 2) °C, (50 + 10) %RH.
(@) Test speed: 500 mm/min / Téc do thi: 500 mm/phdt.
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